60 Sintered Oil Impregneted Bearing

ANC-AOB Bearing (~2Z 24 #[02! / Cermet M, Oilite TYPE)
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Premixed Bronze

Materials for oil impregnated bearings

: Meteriéls
CuSn

CusSn
CusSn.C

Cu.Sn.MoS:

Fe
Fe.Cu
Fe.Cu(C)

Fe.CuZnC

Density(g/cmé) '

6.0~6.4

6.4~68

68~75

6.4~72

58~6.4
58~70
64~6.8

58~72

App@@tiou Characteriéti;s
Micromotors Precise mini components
Low speed, high load,
0.5 Capstanmators outstanding initial lubricity
; : Pb(C) enhance
Audio equipment shaft/bearing lubricity
. ’ Solid lubricants,
VCR, Office equipment durable materials
Home appliances Medium load
Home appliances Medium load
Customer electronics High load
Tape recorders, High load, Salid lubricants

electronic miners



